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   OVERALL RATING   

      

   PASS X   

   FAIL    

   DATA    

      

 
Vendor: SCM HOME(ZHEJIANG) CO., 

LTD 

Agent: / 

Fabric Supplier/Mill: / Factory/Manufacturer: / 
P.O. No.: / Style No.: 7PC PVC BAG 

Sample Description: PVC BAG Style Description: / 
Color: / Country of Origin: / 
Claimed Fabric Weight: / Claimed Fabric Count: / 
Yarn Size: / Submitted Size: / 
Size Range: / FPU No.: / 
GPU No.: / End Use: / 
SKU: /   

 
Product Category / 
Test Requested PARTIAL TEST 

Previous Report No. / 
 
 
Submitted Fiber 
Content 

/ 

Actual Fiber Content / 
Suggested Fiber 
Content 

/ 

Submitted Care 
Instruction(s) 

/ 

Client Expected Care 
Instruction 

/ 

Suggested Care 
Instruction(s) 

/ 
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C/N SM-WMSL/STELLAT 

 
TEST PROPERTY PASS FAIL DATA COMMENTS 

DEHP CALIFORNIA PROP. 65 X     

HEAVY METAL IN PACKAGE X    

 
Remark: BVCPS (Shanghai) contact information for this report 
Address: No.168, Guanghua Road, Zhuanqiao Town, Minhang, Shanghai, China. 

General Information: 
Jojo Li 086-021-24081666*9309, email: jojo-wj.li@cn.bureauveritas.com 
Noah Zhang 086-021-24081666*9307, email: Xiaoliang.zhang@cn.bureauveritas.com 
Seven Sun 086-021-24081666*9327, email: Seven.sun@cn.bureauveritas.com 
Du Shuang 086-021-24081675, email: shuang.du@cn.bureauveritas.com 
Challenge Qiao 086-021-24081666*9331, email: challenge.qiao@cn.bureauveritas.com 
Lizzy Liao 086-021-24081666*9303, email: lizzy.liao@bureauveritas.com 
Sherry Shen 086-021-24081666*9310, email: shirley-ll.shen@cn.bureauveritas.com 

Technical Questions: 

Pat Liu 086-021-24081745, email: Pat.liu@cn.bureauveritas.com 

 
 
   
 
 
 
 

mailto:Steven.sun@cn.bureauveritas.com


 LAB NO: (6621)169-0122 

Page 3 of 4 
 

C/N SM-WMSL/STELLAT 

 
TEST RESULTS 

TEST PROPERTY  REQUIREMENTS 

   

DEHP CA65 

 

Test Item(s) : 1 A PLASTIC BODY WITH SILVER COLOR COATING 

  2 A INNER POCKET FILM 

    3 A HANDLE PLASTIC FILM 

    4 A SILVER GRAY BINDING 

    5 A ZIPPER TEETH 

    6 A PULLER/SLIDER 

 

Parameter Unit 
Result 

Maximum Allowable Limit 
1+2 3+4+5 6 

DEHP mg/kg ND ND ND 1000 

 

Method: CA65 

 

Heavy metal in package 

 

Method: : CPSD-AN-00065 

 

Test Item(s) : 2 A INNER POCKET FILM  

    3 A HANDLE PLASTIC FILM  

    4 A SILVER GRAY BINDING  

    5 A ZIPPER TEETH  

    6 A PULLER/SLIDER  

    7 A ZIPPER TAPE  

    8 A STITCHING  

    9 A METAL INNER CORE  

    10 A SILVER COATING ON BODY  

    11 A PLASTIC BODY FILM  

 

Parameter Unit 
Detection 

Limit 

Result 
Limit 

2 3 4 

Lead (Pb) mg/kg 2 ND ND 2.1 - 

Cadmium (Cd) mg/kg 2 ND ND ND - 

Chromium VI (Cr VI) mg/kg 2 ND ND ND - 

Mercury (Hg) mg/kg 2 ND ND ND - 

Sum of Pb, Cd, Hg and Cr VI mg/kg 8 ND ND ND 100 

 

Parameter Unit 
Detection 

Limit 

Result 
Limit 

5 6 7 

Lead (Pb) mg/kg 2 ND ND ND - 

Cadmium (Cd) mg/kg 2 ND ND ND - 

Chromium VI (Cr VI) mg/kg 2 ND ND ND - 
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C/N SM-WMSL/STELLAT 

TEST RESULTS 

TEST PROPERTY  REQUIREMENTS 

   

Mercury (Hg) mg/kg 2 ND ND ND - 

Sum of Pb, Cd, Hg and Cr VI mg/kg 8 ND ND ND 100 

 

Parameter Unit 
Detection 

Limit 

Result 
Limit 

8 9 10 

Lead (Pb) mg/kg 2 3.35 20.8 ND - 

Cadmium (Cd) mg/kg 2 ND ND ND - 

Chromium VI (Cr VI) mg/kg 2 ND ND ND - 

Mercury (Hg) mg/kg 2 ND ND ND - 

Sum of Pb, Cd, Hg and Cr VI mg/kg 8 ND 20.8 ND 100 

 

Parameter Unit 
Detection 

Limit 

Result 
Limit 

11 

Lead (Pb) mg/kg 2 ND - 

Cadmium (Cd) mg/kg 2 ND - 

Chromium VI (Cr VI) mg/kg 2 ND - 

Mercury (Hg) mg/kg 2 ND - 

Sum of Pb, Cd, Hg and Cr VI mg/kg 8 ND 100 

 

Note: 

ND = Not detected 

 
 

 

 
 

 

 
END OF REPORT   

 
   


