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“F'I BB 4] NBFF2208A 21, 6V 7650mAh 165Wh
HmLAR | Chinese
Name of Sample | 4 5 Li-ion Battery Pack NBFF2208A 21.6V 7650mAh 165Wh
English
HRe5 1125030426
Sample No.
EX R ¥ ARAEE (b5 B R AF
Consignor Willand (Beijing) Technology Co., LTD.
EFEBL IR S BESR A BB 2 ]
Manufacturer De. power Technology Limited
Sl == 2 B GaRBGAFRAETEY
1
77 i ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 8
Test method Section 38.3
K7 AT R E CBRCFARHET 1)
ST/8G/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 8
Criterion Section 38.3
£ Jb IR
A#m o RO, W (O YRR R R I A
ppearance Black and blue Plastics cement and plasties film shell
: sx
o B 2025-03-14 iR B 8 2025-03-20 ~ 2025-04—11
Accepted Date Test Date
A B S RERCL; I 33 ; il ST % s s A e kRO
=+ AlLiLude simulation, Thermal test, Vibration, Shock, External short
Test ltems circuit, Impact, Overcharge, Forced discharge
LRI, ARG A A GRS REEHETM ST/SeMC. 3- IbRUESEf
The sample has passed the test items of UN Ma "Lcrm
AW LER |ST/S6/AC. 10/11/Rev. 8 Section 38.3
Conclusion Yy
A (Dtﬁ%ﬁmj@ﬁﬁ« :
ey A 7 L8R ALt 4] Rechargeable Lithium Battery. (14)
Comment
FF / R G AL
/
Consignor
Address Post Code
HA —,’Zr ,i-@ HAZ /IW Y%t TE}TZ
Approver: Checker: Compiler:
R

Title:

BT HEUH 4 TR (Head of New Energy Safety Department)

—— }‘ﬁ‘ A
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g | ERIAE LA WREZRIFELERT pasg | Adsn | s
N Name of Test Standard requirement or The - 7
0. ltems Clause Number of Standard Test Result | Conclusion | Remark
WA GRUCHIERET
y #) ST/SG/AC. 10/11/Rev. 8 38. 3 SREST. 1 B 1
1 ﬁ)ﬁﬁm UN Manual of Tests and Criteria See .‘\;pemlix 1 {\]-;};ﬁ i
A_ltlltUde ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test ) Pasiar
simulation 1.1 3
BRI (uRBe AARHET
HR Y ST/SG/AC. 10/11/Rev. 8 38.3 {I4T. 2 WL 2
2 A UN Manual of Tests and Criteria SO A AT . L 1 /
Thermal test |S7/56/AC. 10/11/Rev.8 Section 38.3 Test | oC /Ppendix 2 Pa i d #
T3 asse
AT GRIS Al
w3 it ST/SG/AC.10/11/Rev. 8 38.3 RUAT. 3 Wl 3
3 ; A UN Manual of Tests and Criteria . st v P
Vibration  [s1/s/AC. 10/11/Rev. 8 Section 38.3 Test  |°cc Appendix 3 P:.;ﬁi 4 /
T.3 asse
AN Gl A T
ik WF) ST/SG/AC. 10/11/Rev. 8 38.3 (BT, 4 P 4
4 UN Manual of Tests and Criteria e ) i Pas
Shock ST/SG/AC. 10/13/Rev. 8 Section-38idifest | "Ppendiz 4 P-l:;ii ; /
'I‘_ d (a1
WA I CalgeAdRHET:
b3 ST/SG/AC. 10/11/Rev. 8 38. 3 LT, 5 W% 5
b E &Fif_iﬁg UN Manual of Tests and Criteria .‘Segﬁﬁigmndix 5 Ty ]
xternal short [sr/s6/ac.10/11/Rev. 8 Section 38,3 Test : S /
circuit T.5 Passed
AT Gl AR T
NS ST/SG/AC.10/11/Rev. 8 38.3 RHGT. 6 WHFE 6
6 it N Manual of Tests and Criteria See ‘\;p;lldi\’. 6 g /
Impact ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test | = -PPench Passed !
1.6 158
AT CRBRAE T
i i) ST/SG/AC. 10/11/Rev. 8 38.3 iRE4T. 7 Wi 7
T W7 UN Manual of Tests and Criteria See Appendix 7 R /
Overcharge ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test ' ' Passed £
T.7 d
A (U AbRAET
) ST/SG/AC. 10/11/Rev. 8 38.3 46T, 8 WLE 2 8
8 aﬁfﬁ]m% UN Manual of Tests and Criteria See A.;Dentli\' g fﬂ# /
Forced dlscbarge ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test ’ ’ Passed
'F‘ 8 [ 1 s
RIS Aty - TRBRRAE:20C-25C  FRELE : /%
Test Environment Ambient temperature:20°C-25C;Ambient humidity:/%
Condition
TSEE ’
g Test Item
o AR —
o —
Subcontracted Test aaknE | LFF / [ 4 y
Condition Subcontracted | Name Post Code
Laboratory Hohk / W5 P
Address Tel

i i By LSNP R

F
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5 | AR E L AR i FEASEA
No. Name of Test Items | Al{j{ude simulation
s ) e .3
; i an RIEFT Bef : o
#e | HaRk AL Dt REE Mg gk | #1405 1
%5 Sample Status V% 3 T &k Vi 2 Fr#&-H/E | Mass Loss | Residual %
Sample Mass ocv Mass ocv OCV  |Other
No. /g IV /g N 1% /% Event
001 | joycpran® 101571 | 2454 | 1015.62 | 24.53 0.01 99.96 | O
002 | et ool 101493 | 2447 | 1014.86 | 24,47 0.01 | 100.00 | ©
(0
003 | oy porirt | 1016.87 | 24.56 | 1016.84 | 24.55 0.00 99.96 | ©
=t
004 | oyepriie | 1014.80 | 24.51 | 1014.77 | 24.51 0.00 100.00 | ©
SOVCoe R : . - :
005 | pseveraiirc ol 101611 | 2446 | 1016.09 | 2445 0. 00 99.96 | o©
006 25CYCHEAE A il cp ‘ ‘
6 | 250¥C Flly chavgea | 1015.56 | 24.49 [ 1015.50 | 24.49 0.01 100.00 | ©
IRCYC5Z A3 it
007 | sscve Futty coceq [72018. 07 [ 24.48 | 1017.97 [ 24.47 0. 01 99.96 | O
008 | pscreponiaote | 1017.02 | 24.54% | 1016093 | 24. 54 0. 01 100.00 | ©
/L—F,:_[: F'This space intentionally

left blank

Fid: LR V-BA DR R-RE P-RK 0-RRF. LA, AR, £,

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

ALK,
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A5 9 BMAE LA | AR

No. Name of Test Items Thermal test

. - 1A g -.‘-f- Befor % s 2 o

B | HaRrs B Befe BB M| g g ins| #aeE| e
%5 Sample Status RE |FREE RE FF 39, /% | Mass Loss| Residual ﬂ'..%
Sample Mass ocv Mass ocv OCV  |Other

No. /g N /g Y 1% /% | Event

001 [ oy it 101562 | 2453 | 1015.19 | 23.83 0.04 | 97.15 | o

002 | joypaii it ] 1014.86 | 24.47 | 1014.34 | 2379 0. 05 97.22 | o

003 | joycpuriaet | 1016.84 | 24.55 | 1016.28 | 23.84 0. 06 97.11 | o

004 | oyprirrel 101477 | 2451 | 101421 | 2382 0.06 | 97.18 | o

005 | poverrirl 11016.09 | 2445 | 1015.48 | 23.85 0.06 | 97.55 | o

006 | v porsr ot 1101650 | 24.49° | 1015003 | 23,81 0.0 | 97.22 | o

007 | pseveraered lw017.97 | 2447 | 1017.33 | 23.80 0.06 | 97.26 | o

008 o Sl 1016.93 | 24.54 | 1016:42 [ 23.84 0. 05 97.15 | o

25CYC Fully charged

LT

This space intentionally

left blank

FiE: LR V-RA DA R-E F-RK 0-AF. RAK. AMK, LA, LAk,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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R 9 BRAE LA | R
No. Name of Test Items | vipration
}F%“":‘,’ FS gk A RIS A Before R E After RERE| #hdE| e
LN Sample Status RE FH#OE| RE JF#&@, /E | Mass Loss | Residual | JLE
Sample Mass ocv Mass ocv oCV Other
No. /g AY /g /V /% /% Event
001 | it o (101519 23.83 | 1015.43 | 93.81 0.00 | 99.92 0
002 | Rt {01434 23,79 | 101463 | 2375 0. 00 99. 83 0
003 | oy et o | 1016.28 | 23.84 | 1016.60 | 23.80 0.00 | 99.83 0
004 | o GEERE L to14.21] 23,82 | 101448 | 2376 0.00 | 99.75 | o
005 | semoprt 101548 | 23.85 | 1015.79 | 2380 0.00 | 99.79 0
006 | ooce purns see | 101503 | 23.817| 101524 | 23.73 0.00 | 99.66 0
007 | pocre ponr e e olat017. 33 | 1 23.80° | 1017.69 | 3. 78 0. 00 99. 92 0
008 | poem purry ot | 1016.42 | 23.84 - | 1016.68 | 23.82 0. 00 9. 92 0
LT 45 1 This space intentionally

Gik: LR VR DMK R-2RE F-RK 0-A#R. RRA. LMK, LR, ALk,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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5 4 R A B 4 AR i
No. Name of Test Items Shock
RIS AT Before RASJE Afte & g
o Bk A & - 15‘ T RERL |HALE | H
% Saririls Stutis RE | FROUE| RE |F3L/AE| MassLoss | Residual | I
Sample e Mass ocv Mass ocv ocv Other
W, /g AY) /g AY /% /% Event
WO L 2
000 | ioyc st 1 1015.43| 23.81 | 1015.23 | 23.80 0. 02 99.96 | o
002 | joyepnrt | 101463 23.75 | 1014.54 | 23.75 0.01 100.00 | o
003 | opepe et 1 1016.60 | 23.80 | 1016.55 | 23.80 0. 00 100.00 | o©
004 | et 1101448 | 23.76 | 1014.39 | 23.76 0. 01 100.00 | o©
i AAS
005 | v pioiet 1 1015.79| 23.80 | 1015.79 | 23.80 0. 00 100.00 | o
YCoEA e . _
006 | s porsr a1 1015 24 | 23, 748 | 1015404 |23, 73 0. 01 100.00 | o
- 25CYCHEA A . 0 : Q 70
007 | sscve ois hecged [ b0Ra69 B8 2358 | 1017.60 |823. 76 0. 01 99.92 | o
25CYCHE Ao ’ p 5 ‘
008 | ascve rony oo Sponilelili 68 & 23, 820 Mlmaauaily |1 23, 80 0. 00 99.92 | o
) g JI’ F This spa]c:}til:}llf:::ki onally

#ix: L-E V-RA D-ARE R-E P-R X 0-RF. LRA. LK. LKA, RAeX,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly.No Rupture & No Fire.
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A5 5 AR A 4 A S1J61
No. ' Name of Test ltems External short circuit
¥ o o 2.y
Hoths HBRE TR R SR
Max. External Temperature
Sample No. Sample Status C Other Event
1CYCSEA A il o
001 ICYC Fully charged a7.5 0
; ICYCSEAFE AL =
002 ICYC Fully charged aT. 1 0
: 1CYCOE A= AL =
003 ICYC Fully charged 7.4 0
1CYC5E A A1 .
004 ICYC Fully charged 56. 6 0
25CYCH e TE —
005 95CYC Fully charged 26. 3 0
\ 25CYC5E A f S
006 25CYC Fully charged 7.4 0
- 25CYCHE4A= A Hi, e
007 25CYQ Fully charged 96. 6 0
25CYC 4= 7 s
008 25CYCHEA A L 56. 7 0

25CYC Fully charged

V] e i This space intentionally left
s blank

iz D-FRAR R-3E P-RK 0-LMIK. TAK. GAZ.
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.
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> 6 RAKE LA | Dk
Ho. Name of Test ltems Impact
H#ith5 kA #fairﬁzi‘i%‘s&g —_—
Sample No. Sample Status Max. Externfaﬂé]‘empel ature Other Event
o ] (‘.Yl(m.’acbr;v?(z?ﬁ::.‘} ty 21.3 B
i LOYC 504 Capacity 22.0 s
o 1(\1rmjcuf(zd;::: ty 21.5 o
s 1C\-‘IcC \‘_)%%L)(zd’:;::[ ty 21.6 o
on z:.(zxj((‘iwf;)"1 Tﬂl ty 22.1 0
o1 zotzvaccys%b 0(?:?;% ty 22.0 0
oie 25{"%1?(&5%%5 (%::a;;; ty 21.9 0
o 2506 505 Copae 216 .
018 25CYC 50%%¢ 4t 55 b .

25CYC 50% Capacity

Ve This space intentionally left
LUF=A blank

HiE: DRtk F-RK 0-RAK. ALK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A5 7 BRAE LA | g

No. Name of Test Items Overcharge
GRCEC R GRCELES eI
Sample No. Sample Status Other Event

019 1CY£]FI\;E‘lj‘f_j-\c?‘ﬁ:}ll'gwl g

020 lf\étgflfz{j\f;—;:{[r—lgud H

021 lC\'{[“Cl\;S ljll_j\(fl{::ﬁgcd 9

022 ICH'é(‘::Eﬁjtéﬁf:lEgtltf 0

023 23(‘}2(5([\',‘1(11”1-\/'\3[::1%;{0(1 Q

024 25ﬂz’?cﬁgﬁ?(fﬁ;l}gul 9

025 25{3???5{%?(?"5“@(] o

026 i%C\zgcﬁgﬁffﬁfged P
R = This spaee intentionally left blank

Bit: DMK F-R K 0-LfEIk. AA K.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

LR J

T
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A5 g AR R B L AR o il T
No. Name of Test Items Forced discharge
*¥w§§é§5J%' 1ﬁ£:E=>Hi5€$ {ﬁ}fﬁbiﬂ;g@
Sample No. Sample Status Other Event
027 10YC llfirlrlgi?rif{i{::lllilr'ged 0
028 1CYC ]FSFYICI;;F%}iIL%:IIEII'ged 0
029 1CYC l[-filyicl&jjili\{ihi}f[in'ge(l 0
—
030 1CYC lftquClT.E (!['ifisllllla rged 0
031 1CYC lrfi:{lcliéfﬁ’ﬁ-%arged 0
032 1CYC IFC{F 1C17?_E Ti%lﬂllx rged 0
033 1CYC l]’ctl‘(lcliﬁ{;h]\ijijllin'ged 0
034 1CYC ]r?}[im {c';'mfﬁu ged 0
¥ dlischarge
035 1CYC ll(u\rff;cﬁ%cili rged 0
036 1CYC IIELchlf?%ijﬁ-lllill-ged 0
037 25(7\((_5g jl"(:rl(;ih ?ﬁ:ﬁrged 0
038 25CY(:.Z Sriflvljvb iliéijiﬁrlil]la rged 0
039 25('&'(?':;5:5 Is;ra ?; iﬁsﬁf}[in‘gcd 0
040 25CYCHE AT o

25CYC Fully discharged

041 2ACYCHER UL 0

25CYCSE A0

042 25CYC Fully discharged 0
043 25“(23[(1"1(1]1\1- :I]\:iffc‘l?ﬁ rged 0
044 25(.'\'(2515?'][‘]};’6 ?;ijfclliii rged 0
045 25['\"(??"E?’ﬁa}?f;iﬁskcl}lllarged 0
046 Z'J(Y(zj[(;l\l(‘lj\,b ’:[I:ifiij{cl#;u‘ged 0

it DR F-RK 0-RAfk. TARK.
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

ar e N N T
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