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Instructions

1. The report shall not be partially reproduced without the written

consent of the Laboratory；

2. The test results of this report are only responsible for the samples

submitted；

3. This report is invalid without the seal and signature of the laboratory；

4. This report is invalid if transferred, altered or tampered with in any

form without authorization；

5. Any objection to this report shall be submitted to the laboratory within

15 days from the date of receipt of the report.
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Basic Information

Client SHENZHEN POWEROAK NEWENER CO., LTD

Client Address
Room 701-3, Building B, CADRE Building, Tongsha Road,
Nanshan District, Shenzhen City, Guangdong Province, P.R.
China

Manufacturer SHENZHEN POWEROAK NEWENER CO., LTD

Manufacturer
Address

Room 701-3, Building B, CADRE Building, Tongsha Road,
Nanshan District, Shenzhen City, Guangdong Province, P.R.
China

Sample Information

Product PORTABLE POWER
STATION Model B300

Serial Model / Brand/
Trademark /

Sample
Number 1 Sample

Description /

Testing Information

Sample
Receive Date September 26, 2021 Sample

Source Customer provided

Test
Specification

With reference to RoHS Directive (EU) 2015/863 amending
2011/65/EU .

Date of Tests September 26, 2021- October 8, 2021
Test Address Chemistry lab
Test Results: Please refer to next page(s).

Conclusion:

The submitted sample(s) complied with the Lead, Cadmium,
Mercury, Hexavalent Chromium, PBBs, PBDEs, DBP, BBP,
DEHP, DIBP content requirement according to RoHS Directive
(EU) 2015/863 amending 2011/65/EU.

Compiled: Reviewed: Approved:
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Test Method:
1. With reference to IEC 62321-2:2013, review was performed for the samples

disjointed from the submitted articles.
2. With reference to IEC 62321-1:2013, tests were performed for the samples

indicated by
the photos in this report：
(1) With reference to IEC 62321-3-1:2013, screening by XRF spectroscopy.
(2) Wet chemical test method.
a.With reference to IEC 62321-5:2013, determination of Cadmium by ICP-OES.
b. With reference to IEC 62321-5:2013, determination of Lead by ICP-OES.
c. With reference to IEC 62321-4:2013+A1:2017, determination of Mercury by

ICP-OES.
d.With reference to IEC 62321-7-1:2015 & IEC 62321-7-2:2017, determination of
Hexavalent chromium by Colorimetric method using UV-Vis.
e. With reference to IEC 62321-6:2015, determination of PBBs and PBDEs by

GC-MS.
3.With reference to IEC 62321-8: 2017, determination of phthalates by GC-MS.
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Testing Result:

Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

1
Black plastic

shell

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

2 Black label

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

3 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

4 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

5 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

6 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

7 Golden metal

Pb* OL 37875*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

8 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

9 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

10 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

11 Golden metal

Pb* OL 32325*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

12
Silvery metal

screw

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --
Phthalate(DBP\BBP

\DEHP\DIBP)
-- --

13
Silvery metal

screw

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

14
Silvery metal

screw

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

15 Yellow metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

16 Silvery label

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

17 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

18 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

19 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

20 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

21 Black magnet

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

22 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

23 Green PCB

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

24 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

25 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

26
Silvery metal

spring

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

27
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

28 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

29 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

30 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

31 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

32 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

33 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

34 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

35 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

36 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

37 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

38
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

39 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

40 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

41 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

42 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

43
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

44 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

45 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

46 Silvery metal

Pb* OL 28025*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

47 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

48 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

49 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

50 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

51 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

52 Silvery metal

#Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

53 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

54 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

55 Golden metal

Pb* OL 10420*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

56 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

57 Golden metal

Pb* OL 35925*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

58 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

59 Gray line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

60 Yellow line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

61
Light red line

skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

62 White line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

63 Blue line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

64 Purple line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

65 Green line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

66
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

67 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

68 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

69
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --



TEST REPORT

Report No.:MTi210827003-24C1 Page 17 of 96

Tel: (86-755)88850135 Fax: (86-755) 88850136 Web:www.mtitest.com E-mail: mti@51mti.com
Address: 101, No. 7, Zone 2, Xinxing Industrial Park, Fuhai Avenue, Xinhe Community, Fuhai Street, Bao 'an District, Shenzhen, Guangdong, China.

Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

70 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

71 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

72 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

73 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

74
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

75 Gray line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

76 Green line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

77
Light red line

skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

78 Purple line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

79 Brown line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Chemical Test
(mg/kg)

Conclusion

80 Yellow line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

81 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

82 Blue line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

83 Green label

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

84 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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85 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

86 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

87
Transparent

plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

88
Pale yellow

paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

89 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Chemical Test
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90 Gray metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

91 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

92 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

93
Green metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

94
Light blue iron
powder core

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Test item XRF Result
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95
Black iron
powder core

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

96 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

97
Brown metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

98
Blue iron

powder core

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

99
Brown metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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100 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

101 Yellow tape

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

102 Black magnet

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

103 Yellow tape

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

104
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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105 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

106 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

107 Yellow tape

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

108
Light green
plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

109
Silvery metal

screw

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Sample
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110 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

111 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

112 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

113 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

114 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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115 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

116 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

117
Pale yellow

paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

118 Gray metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

119 Gray metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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120 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

121 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

122 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

123 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

124 Black metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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125 Gray metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

126
Pale yellow

paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

127 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

128 Golden metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

129 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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130 Copper metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

131 Copper metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

132
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

133 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

134 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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135 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

136 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

137
Blue ceramics
capacitors

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

138 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

139
Light blue
ceramics
capacitors

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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140 Black metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

141 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

142 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

143 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

144 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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145 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

146 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

147 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

148 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

149 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

150 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

151 Blue plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

152 Black magnet

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

153 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

154 Resistance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

155 Green PCB

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

156 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

157 Inductance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

158 GDT

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

159 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

160 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

161 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

162 Crystals

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

163 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

164 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

165 Diode

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

166
Yellow

capacitance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

167 Audion

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

168 Resistance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

169 Resistance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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(mg/kg)
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170 Green PCB

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

171 White IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

172 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

173
Yellow

capacitance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

174 Audion

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND



TEST REPORT

Report No.:MTi210827003-24C1 Page 38 of 96

Tel: (86-755)88850135 Fax: (86-755) 88850136 Web:www.mtitest.com E-mail: mti@51mti.com
Address: 101, No. 7, Zone 2, Xinxing Industrial Park, Fuhai Avenue, Xinhe Community, Fuhai Street, Bao 'an District, Shenzhen, Guangdong, China.

Part
No.
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

175 Patch fuse

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

176 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

177 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

178
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

179
Blue iron

powder core

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Chemical Test
(mg/kg)
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180 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

181 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

182 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

183 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

184 Golden metal

Pb* OL 29325*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

185 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

186 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

187 Crystal triode

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

188 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

189 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Chemical Test
(mg/kg)
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190 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

191
Pale yellow

paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

192
Dark grey
metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

193 Gray metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

194 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Chemical Test
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195 Yellow tape

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

196 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

197 Crystal triode

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

198 White IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

199 Crystal triode

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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200 Crystal triode

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

201 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

202 Black magnet

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

203
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

204 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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205 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

206 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

207 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

208 Gray metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

209 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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210 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

211
Pale yellow

paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

212 Patch fuse

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

213 Diode

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

214 Green PCB

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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215 Resistance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

216 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

217 Crystals

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

218 Audion

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

219 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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220 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

221 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

222 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

223 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

224 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND



TEST REPORT

Report No.:MTi210827003-24C1 Page 48 of 96

Tel: (86-755)88850135 Fax: (86-755) 88850136 Web:www.mtitest.com E-mail: mti@51mti.com
Address: 101, No. 7, Zone 2, Xinxing Industrial Park, Fuhai Avenue, Xinhe Community, Fuhai Street, Bao 'an District, Shenzhen, Guangdong, China.

Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

225 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

226
Yellow

capacitance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

227 Patch fuse

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

228
White

Resistance

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

229 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

230 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

231 Black IC

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

232 Green paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

233 Black foam

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

234 White label

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

235 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

236 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

237 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

238 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

239 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

240 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

241 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

242 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

243 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

244 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

245 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

246 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

247 Green plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

248 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

249 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

250 Black material

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

251 Copper metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

252 Copper metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

253 Black material

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

254 Golden metal

Pb* OL 28900*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

255 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

256 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

257 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

258 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

259 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Test item XRF Result
Chemical Test
(mg/kg)
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260 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

261 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

262 Golden metal

Pb* OL 31725*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

263 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

264 Golden metal

Pb* OL 21050*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

265 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

266 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

267
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

268 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

269 Green PCB

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

270 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

271 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

272 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

273 Red plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

274 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Description
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Chemical Test
(mg/kg)
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275 Red plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

276 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

277 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

278 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

279 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND



TEST REPORT

Report No.:MTi210827003-24C1 Page 59 of 96

Tel: (86-755)88850135 Fax: (86-755) 88850136 Web:www.mtitest.com E-mail: mti@51mti.com
Address: 101, No. 7, Zone 2, Xinxing Industrial Park, Fuhai Avenue, Xinhe Community, Fuhai Street, Bao 'an District, Shenzhen, Guangdong, China.

Part
No.
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Test item XRF Result
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280 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

281
Silvery metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

282 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

283 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

284
Light blue
plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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285
Silvery metal

spring

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

286
Light blue
plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

287
Silvery metal

screw

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

288
Silvery metal

screw

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

289 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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290 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

291
White cotton

paper

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

292 White plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

293 Red line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

294 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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295
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

296 Black line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

297 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

298
White and blue

line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

299
White and

yellow line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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300
White and

brown line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

301
Copper metal

line

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

302 Yellow line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

303 Green line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

304 Brown line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

305 Blue line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

306 White line skin

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

307 Green PCB

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

308 Solder

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

309 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

310 Yellow plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

311 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

312
Silvery metal

spring

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

313 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

314 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

315 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

316 Black plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

317
Translucent

plastic

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) BL /

Phthalate(DBP\BBP
\DEHP\DIBP)

-- ND

318 Silvery metal

Pb* OL 38875*

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

319 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Part
No.

Sample
Description

Test item XRF Result
Chemical Test
(mg/kg)

Conclusion

320 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --

321 Silvery metal

Pb BL /

Pass

Cd BL /
Hg BL /

Cr(Cr(VI) BL /
Br(PBBs&PBDEs) -- --

Phthalate(DBP\BBP
\DEHP\DIBP)

-- --
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Remark:
(1) (a) It is the result on total Br while test item on restricted substances is PBBs/PBDEs. It is the

result on total Cr while test item on restricted substances is Cr6+.
(b) Results are obtained by XRF for primary screening, and further chemical testing by

ICP-OES (for Cd, Pb, Hg), UV-Vis (for Cr(VI)) and GC-MS (for PBBs, PBDEs) is
recommended to be performed, if the concentration exceeds the below warning value
according to IEC62321-3-1:2013 (unit: mg/kg).

Element Polymers Metals Composite Material

Cd BL ≤ (70-3σ) < X < (130+3σ) ≤ OL BL ≤ (70-3σ) < X < (130+3σ) ≤ OL LOD < X < (150+3σ) ≤ OL

Pb
BL ≤ (700-3σ) < X < (1300+3σ) ≤

OL

BL ≤ (700-3σ) < X < (1300+3σ) ≤

OL

BL ≤ (500-3σ) < X < (1500+3σ) ≤

OL

Hg
BL ≤ (700-3σ) < X < (1300+3σ) ≤

OL

BL ≤ (700-3σ) < X < (1300+3σ) ≤

OL

BL ≤ (500-3σ) < X < (1500+3σ) ≤

OL

Cr BL ≤ (700-3σ) < X BL ≤ (700-3σ) < X BL ≤ (500-3σ) < X

Br BL ≤ (300-3σ) < X NA BL ≤ (250-3σ) < X

(c) OL=Over Limit, BL=Below Limit, X=inconclusive, LOD=Limit of Detection, NA=not
applicable, -- = No Testing

(d) The XRF screening test for RoHS elements-The reading may be different to the actual
content
in the sample be of non-uniformity composition

(2) (a) mg/kg=ppm=0.0001%, N.D.=not detected (＜MDL)
(b) Unit and Method Detection Limit(MDL) in wet chemical test

Test Items Unit MDL Limit
Pb mg/kg 2 1000
Cd mg/kg 2 100
Hg mg/kg 2 1000
DBP mg/kg 30 1000
BBP mg/kg 30 1000
DEHP mg/kg 30 1000
DIBP mg/kg 30 1000
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The MDL for single compound of PBBs &PBDEs is 20mg/kg, MDL of Cr6+ for metal sample is
0.10μg/cm². and MDL of Cr6+ for polymer & composite sample is 8 mg/kg.

(c) Metal sample:
-The sample is positive for Cr6+ if the Cr6+ concentration is greater than 0.13 μg/cm².
The sample coating is considered to contain Cr6+.
-The sample is negative for Cr6+ if Cr6+ is ND (concentration less than 0.10 μg/cm²).
The coating is considered a non- Cr6+ based coating
-The result between 0.10 μg/cm² and 0.13 μg/cm² is considered to be inconclusive,
unavoidable coating variations may influence the determination

Information on storage conditions and production date of the tested sample is unavailable
and thus Cr6+ results represent status of the sample at the time of testing.

(3) As specified by client to test the specified materials only.
(4) *=According to the declaration from the client, Lead (Pb) in the sample are exempted by EU

RoHS Directive 2011/65/EU based on ANNEX III 6(c): Copper alloy containing no more than
4% lead by weigh

(5) #=According to the declaration from the client, Lead (Pb) in the sample are exempted by EU
RoHS Directive 2011/65/EU based on ANNEX III 7(c)-I, Electrical and electronic components
containing lead in a glass or ceramic other than dielectric ceramic in capacitors
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Weigh sample and place it in
a vessel

Add digestion
reagent Digest the sample

FiltrationMake up with
deionized water

Analyzed by
ICP-OES

Dry Ashing/
Acid Dissolution Residue

Solution

Testing flow chart:

1. Lead, Cadmium

2. Mercury

Weigh sample and place it in
a microwave digestion vessel

Add digestion
reagent

Digest sample in
microwave digestion oven

FiltrationMake up with
deionized water

Analyzed by
ICP-OES

Acid Dissolution Residue

Solution
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3. Hexavalent Chromium (For metal material)

Boiling-water-
extraction

Transfer the sample
solution into a beaker

Add Diphenylcarbazide
solution for color
development

Make up with
deionized water

Cutting/
preparation

Analyzed by
UV-vis

4. Hexavalent Chromium(For non-metal material):

ABS, PC and

PVC matrixes

Insoluble / unknown

polymers and

electronics− without Sb

Weigh
non-metal
sample

Place it in a
conical
flask

Add
NMP

Add
digestion
solution

Ultrasonication
at 60 °C for 2 h

Digest sample in microwave
digestion oven

Cool, Separate the
organic phase and filter

Place it in a
digestion
vessel

Ultrasonication
at 60 °C for 1 h

Transfer above content to
a beaker，Adjust the pH
value of the solution

Add test
solution

Adjust the pH
value of the
solution

Transfer the contents
to a volumetric flask

Make up with
deionized water

and filter

Analyzed by
UV-vis

Add
digestion
solution
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5. Polybromobiphenyls (PBBs), Polybromodiphenyl ethers (PBDEs)

6. Phthalates(DBP, BBP, DEHP, DIBP)

Weigh sample and place
it in a thimble

Extracted with
organic solvent

Concentrate the extract

Transfer the extract into a
volumetric flask

Make up with
organic solventAnalyzed by GC-MS

Weigh sample and place
it in a test thimble

Extracted with
organic solvent

Concentrate the extract

Transfer the extract into a
volumetric flask

Make up with
organic solventAnalyzed by GC-MS
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Pictures
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