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Sampling sites Sample number
Fmilts: PP2124249 HRRA: :
Batch number Sample state Bk /Solid
HrFHHE: EAZHE:
Production date 31/8/2024 Date of issue 2/9/2024
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TEST ITEMS, UNIT LIMITS RESULTS TEST METHOD
\(L /\
B, T/ke <10 0 SH/T 1541.1-2019
Color granule, pcs/kg
ARL+NRL, g/ke <10 0.1 SH/T 1541.1-2019
Large granule & Small granule
2 B2 25 —hh 23 ° .
SRR RERERE (2. 16k, 230C) , g/10min 10. 0-15. 0 13.0 GB/T 3682.1-2018
Melt mass—flow rate
PRSI, WPa >30.0 33. 4 GB/T 1040. 2-2022
Tensile stress at vield
b1 ==
SHIRE, WPa =1200 1388 GB/T 9341-2008
Flexural modulus
B X RER O HRE (23°C), kd/m _
Charpy notched impact strength =2.0 3.3 GB/T 1043.1-2008
o
HEES <2.0 -2.6 HG/T 3862-2006
Yel lowness index
EMIBH, ENH) g
it e |ndex ot =95 97.5 GB/T 2412-2008
R, % e =1 g
o Repori 0.0128 GB/T 9345.1-2008
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N fi, IxEh, I£ZfR Natwral color rticles, no black particles, no impurities
appearan
Hak: HIEAUTFLUEELRFHFRAKKE
Add Xinshidai Avenue, Yushan Island, Daishan, Zhoushan, Zhejiang, China
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