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Client Name:  JACKERY INC. 
 

Client Address:  5310 BUNCHE DR FREMONT, CA 94538-8301, USA 
 

 
Sample Name:  Jackery Explorer 5000 Plus 

Model No.:  JE-5000A 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS Job No.:  SZP24-041435 

Sample Receiving Date:  Sep 14, 2024 

Testing Period:  Sep 14, 2024 ~ Oct 08, 2024 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 
 

Test Requirement Conclusion 

US California Proposition 65 - Lead Pass 

US California Proposition 65 - Phthalate Pass 
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Test Result(s):  

Photo of Submitted Sample 

 
SZX24-0029585 

 
 

 
----------------------------------------------------------------------------------------------------------------------------- ------------------- 
 

SGS authenticate the photo on original report only 
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 A1 SZX24-0029585-0001.C001 Black coating with orange printing 

SN2 A2+A3+A4 SZX24-0029585-0002 
Colorless transparent plastic + Black 

plastic A3 + Orange plastic A4 

SN3 A5+A6+A7 SZX24-0029585-0003 
Green plastic with white printing + Red 

plastic + Black plastic A7 

SN4 A8+A9+A10 SZX24-0029585-0004 
Black plastic A8 + Orange plastic A9 + 

Black label with gray printing 

SN5 
A14+A17+A1

8 
SZX24-0029585-0005 

Silvery metal A14 + Silvery metal A17 + 
Silvery metal A18 

SN6 A11+A12 SZX24-0029585-0006 Black material + Black plastic A12 

SN7 
A13+A15+A1

6 
SZX24-0029585-0007 

Black plated metal A13 + Black plated 
metal A15 + Black plated metal A16 

 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
US California Proposition 65 - Lead 
 
Test Method: With reference to CPSC-CH-E1002-08.3, analysis was performed by AAS/ICP-OES. 
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Test Item(s) Limit Unit(s) MDL A2+A3+A
4 

A5+A6+A
7 

A8+A9+A
10 

Lead (Pb) 100 mg/kg 20 ND ND ND 

Conclusion Pass Pass Pass 
 

 

Test Item(s) Limit Unit(s) MDL A11+A12 

Lead (Pb) 100 mg/kg 20 ND 

Conclusion Pass 
 
 

 
Notes: 
(1) The limit is referenced to the requirement specified in Settlement Agreement between San Francisco 
Case No. CGC-09-489839 and County of Los Angeles Superior Court Case No. BC 449019. 
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user's 
actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure. 
(3) Composite test has been performed in equal proportion for the components/material per client requested. 
And the result is calculated using the minimum sample weight. 
 
 

 
 
Test Method: With reference to CPSC-CH-E1003-09.1, analysis was performed by AAS/ICP-OES. 
 

 

Test Item(s) Limit Unit(s) MDL A1 

Lead(Pb) 90 mg/kg 20 ND 

Conclusion Pass 
 

 

 
Notes: 
(1) The limit is referenced to the requirement as stated in County of Marin Case No CIV- 10- 00626. 
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user’s 
actual exposure to the tested chemical. 
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure.  
 

 
 
Test Method: With reference to CPSC-CH-E1001-08.3, analysis was performed by AAS/ICP-OES. 
 

 

Test Item(s) Limit Unit(s) MDL A14+A17+
A18 

A13+A15+
A16 

Lead (Pb) 100 mg/kg 20 ND 40 

Conclusion Pass Pass 
 

 

 
Notes: 
(1) The limit is referenced to the requirement as stated in County of  San Diego Superior Court Case No. 37-
2016-00003730-CU-NP-CTL. 
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(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user’s 
actual exposure to the tested chemical. 
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure.  
(3) Composite test has been performed in equal proportion for the components/material per client requested. 
And the result is calculated using the minimum sample weight. 
 
 

 
US California Proposition 65 - Phthalate 
 
Test Method: With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS. 
 

 

Test Item(s) CAS No. Limit Unit(s) MDL A1 A2+A3+A
4 

A5+A6+A
7 

Dibutyl 
Phthalate(DBP) 

84-74-2 1000 mg/kg 50 ND ND ND 

Benzyl Butyl 
Phthalate(BBP) 

85-68-7 1000 mg/kg 50 ND ND ND 

Bis-(2-ethylhexyl) 
Phthalate(DEHP) 

117-81-7 1000 mg/kg 50 ND ND ND 

Diisononyl 
Phthalate (DINP) 

28553-12-0 
/68515-48-0 

1000 mg/kg 50 ND ND ND 

Diisodecyl 
Phthalate (DIDP) 

26761-40-0 
/68515-49-1 

1000 mg/kg 50 ND ND ND 

Di-n-Hexyl 
Phthalate(DnHP) 

84-75-3 1000 mg/kg 50 ND ND ND 

Conclusion Pass Pass Pass 
 

 

Test Item(s) CAS No. Limit Unit(s) MDL A8+A9+A
10 

A11+A12 

Dibutyl 
Phthalate(DBP) 

84-74-2 1000 mg/kg 50 ND ND 

Benzyl Butyl 
Phthalate(BBP) 

85-68-7 1000 mg/kg 50 ND ND 

Bis-(2-ethylhexyl) 
Phthalate(DEHP) 

117-81-7 1000 mg/kg 50 ND ND 

Diisononyl 
Phthalate (DINP) 

28553-12-0 
/68515-48-0 

1000 mg/kg 50 ND ND 

Diisodecyl 
Phthalate (DIDP) 

26761-40-0 
/68515-49-1 

1000 mg/kg 50 ND ND 

Di-n-Hexyl 
Phthalate(DnHP) 

84-75-3 1000 mg/kg 50 ND ND 

Conclusion Pass Pass 
 

 

 
Notes: 
(1) The limit is referenced to the requirement specified in Settlement Agreement between Marin Court Case 
No. CIV 091146 and County of Santa Clara Case No. 114CV267501. 
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user’s 
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actual exposure to the tested chemical. A manufacturer or retailer that is not named in the referenced 
settlement is not bound by that settlement, and may choose to comply with California Proposition 65 by 
clearly informing the consumer of potential exposure. 
(3) Composite test has been performed in equal proportion for the components/material per client requested.  
 
 
 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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ATTACHMENTS 
 

Elements Testing Flow Chart 
 
 
 
  

Sample cutting/preparation 

Sample measurement 

Acid digestion 

Filtration 

Solution 

ICP-MS/ICP-OES/AAS 

 

DATA 
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ATTACHMENTS 
 

Phthalates Testing Flow Chart 
 

 

 
 
  

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photos:  

  

  

  
 



 

 

Test Report No.: SZXEC24002958501 Date: Oct 10, 2024 Page 9 of 9 
 

 

 

  

  
 
 
 

SGS authenticate the photo on original report only 
*** End of Report *** 
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